 . The cationic polymerization of the vinyl acetal shown below gives a polymer whose infrared and UV-spectra show considerable carbonyl content (1690 cm-1). Propose a structure to the repeat unit of the polymer and show the electron movement using the curved arrow notation that describes the formation of this polymer.
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Then for each unit
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